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ACI 349, Code Requirements for Nuclear Safety-
Related Concrete Structures and Commentary 

Strain, Section 12.14.3.7 

ASME Boiler and Pressure Vessel Code (BPVC) Strain, Section III, Division 2, Section 3232(e) 
Cyclic Tensile Tests, Section III, Division 2, Section 
4333.2.3(b) 

ASTM A370, Standard Test Methods and Definitions 
for Mechanical Testing of Steel Products 

Tension Test, Bar Products, Tubular Products, and 
Steel Reinforcing Bars 

ASTM A1034, Standard Test Methods for Testing 
Mechanical Splices for Steel Reinforcing Bars 

Monotonic Tension Test, Slip Test. 

ASTM E8, Standard Test Methods for Tension 
Testing of Metallic Materials 

Tension Test, Round Bars and Tubular Products 

ASTM E18, Standard Test Methods for 
Rockwell Hardness of Metallic Materials 

Rockwell Hardness Test 

California Test 670,  Method of Tests for Mechanical 
and Welded Reinforcing Steel Splices 

Slip Test, Tensile Test, and Cyclical Test in Tension 

IAPMO UES EC-006, Evaluation Criteria for 
Mechanically Anchored Deformed Reinforcement 
Bars in Tension 

Tensile Test 

ICC-ES AC133, Acceptance Criteria for Mechanical 
Splice Systems for Steel Reinforcing Bars 

Static Tension and Compression, 
Cyclic Tension and Compression 

ICC-ES AC347, Acceptance Criteria for Headed 
Deformed Bars 

Cyclic Tension Followed by Monotonic Tension,  
Head Rigidity 

ISO 6508-1, Metallic materials — Rockwell hardness 
test. Part 1: Test Method 

Rockwell Hardness  

ISO 6892-1, Metallic Materials — Tensile testing. 
Part 1: Method of Test at Room Temperature 

Tensile Test, , Round Bars and Tubular Bars 

ISO 15630-1, Steel for the reinforcement and 
prestressing of concrete — Test methods. Part 1: 
Reinforcing bars 

Tensile Test,  

ISO 15698-2, Steel for the reinforcement of concrete 
— Headed bars. Part 2, Test Methods 

Anchorage Capacity under Static Loading, Section 
5.7 
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Wedge Tensile Test, Section 6.2 
 
 

ISO 15835-2, Steels for the reinforcement of 
concrete — Reinforcement couplers for mechanical 
splices of bars. Part 2: Test methods 

Tensile Test, Section 5.3 
Slip Test, Section 5.4 
Alternating tension and compression test of high 
stresses in the mechanical splice, Section 5.6.1 
Alternating tension and compression test of large 
strains in the mechanical splice, Section 5.6.2 
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